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NATIONAL AERONAUTICS AND SPACE ADMINISTRATION

TECHNICAL NOTE D-502

USE OF LESS REACTIVE MATERIALS AND MORE STABLE GASES TO REDUCE

CORROSIVE WEAR WHEN LUBRICATING WITH HALOGENATED GASES

By Donald H. Buckley and Robert L. Johnson

SUMMARY

The gases CF2CI-CF2C1 _ CF2C12, and CF2Br-CF2Br were used to lubri-

cate metals 3 cermets 3 and ceramics in this study. One of the criteria _ _
for determining the effectiveness of a reactive-gas-lubricated system_s

the stability of the halogen-containlng gas molecule. The carbon-td-,,"

halogen bond in the ethane molecule has extremely good thermal sta_1%_t_-

superior to the methane analogs (CF2C12 and CF2Br2) used in earlier _

research. For this reason_ the ethane compounds CFzC1-CF2C1 and CF2Br-

CF2Br were considered as hlgh-temperature lubricants.

Friction and wear studies were made with a hemisphere (3/16-in.

rad. ) rider sliding in a circumferential path on the flat surface of a

rotating disk (_-in. diam.). The specimens of metal alloys, cermets,

and ceramics were run in an atmosphere of the various gases with a load
% J

of 1200 grams, sliding velocities from 75 to 8000 feet per minute s and
temperatures from 75° to 1400 ° F.

The gas CF2CI-CF2CI was found to be an effective lubricant for the

cermet LT-1B (59.0 Cr3 19.0 A1203_ 20.0 Mo, 2.0 Ti) and the ceramic

A1203 sliding on Stellite Star J (cobalt-base alloy) at temperatures to

1400 ° F. The bromine-containing gas CF2Br-CF2Br was found to give fric-

tion and wear values that can be considered to be in a region of effec-

tive boundary lubrication for the cermet K175B (nlckel-bonded metal

carbide) sliding on the metal Hastelloy R-235 (nlckel-base alloy) at

temperatures to 1200 ° F.

INTRODUCTION

There is a need for the development of bearings and seals capable

of operating at extreme temperatures. The extreme temperatures antici-

pated (above lO00 ° F) necessitate consideration of high-temperature



metals, cermets, and ceramics for bearing and seal construction. One
part of the complete materials problem is that of the lubricants to be
used at extreme temperatures. The temperature limitations of liquid and
grease lubricants require consideration of somenonconventional lubrica-
tion methods. Solid-film lubricants and reactive-gas lubricants are two
possible approaches to the high-temperature lubrication problem.

The use of halogen-containing gases as lubricants is discussed in
reference i and in subsequent publications on high-temperature studies
(refs. 2 to 4). The mechanismunderlying reactive-gas lubrication is
fundamentally the sameas that applied in "extreme pressure" lubrication
where reactive halogen-containing compoundsare used as additives to gear
oils. The gases (e.g._ CF2C12)are stable in contact with surfaces of
several metals at ambient temperatures of !000° F (ref. 5). In lubrica-
tion systems where metals are in sliding contact, however_ the frictional
heat generated at contacting metal asperities is extremely high (ii00 ° F
above the environment temperature with effective boundary lubrication_
ref. 6). These temperatures are sufficient to cause localized decomposi-
tion of gas molecules adsorbed on the metal surface. The active halogen
atoms thus released react with the metal surface to form metallic haiides
at the sliding interface_ these halides function as solid lubricants.

In reactive-gas-lubricated systems, corrosive wear can be the pri-
mary factor limiting the use of reactive gases at high temperatures.
There are_ however, a number of systems or devices that can be employed
to reduce or eliminate this problem. Oneapproach might be the use of
less reactive materials as sliding componentsin the system. Based on
the mechanismof gas lubrication, one of the componentsmust be a metal
in order that metallic ions be present for the formation of the metal-
halide solid lubricants. High-temperature corrosion-resistant alloys
with good hot hardness maybe most effectively used. The other component,
however_ maybe a relatively nonreactive material such as a cermet or
ceramic. The use of a nonreactive material for surfaces in sustained
solid contact should reduce the problem of corrosive wear at extreme
temperatures.

Another method of approaching the corrosion problem is to use gas
lubricants with extremely good thermal stability. It has been estab-
lished in reference 2 that_ in gas molecules such as CF2C12,the carbon-
to-fluorine bond is not ruptured upon molecular thermal degradation.
The carbon-to-chlorine bond does cleave_ however_ and this separation
liberates free chlorine_ providing for the formation of the metal halides
that function as the lubricant. Excessive liberation of free halogen
can contribute to corrosion of the metallic componentsat extreme tem-
peratures. Any molecular structure of the gas that would give greater
stability to the carbon-to-chlorine bond will reduce corrosion at ele-
vated temperatures. Onesuch structure is the compoundi_2 dichloro-
iji, 2,2 tetrafluoroethane (CF2CI-CF2CI). This type of compoundcould
conceivably reduce the tendency for corrosion to occur at extreme
temperatures.
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One other method employed in the reduction of corrosion at extreme

temperatures is the application of corrosion inhibitors. This concept

has been employed with reactive-gas lubrication at temperatures to 1500 °

F (unpublished data_ paper to be presented at ASLE-ASME Conference 3 Oct.

1960).

The object of this investigation was to study two methods of reduc-

ing corrosive wear. These methods are: (i) the use of a relatively

nonreactive material as one of the two sliding components; and (2) the

use of more stable gases. Metals, cermets 3 and ceramics were studied in

various gas atmospheres at temperatures from 75° to iA00 ° F. Friction,

wear, and corrosion characteristics were noted. In friction and wear

experiments a 3/16-inch-radius hemisphere contacted the flat surface of

2@-inch-dismeter disk specimen. The rider was loaded againsta rotating

the disk with a 1200-gram load. The sliding velocities employed were

from 75 to 8000 feet per minute.

LUBRICANTS

The gases used as lubricants in this study were the halogen-

substituted ethane and methane compounds 1,2 dichloro-l,l, 2_2 tetra-

fluoroethane (CF2C1-CF2C1)_ 1_2 dibromo-l,l, 2_2 tetrafluoroethane

(CF2Br-CF2Br), and dichlorodifluoromethane (CF2C12). The compounds

CF2Cl-CF2CI and CF2Br-CF2Br were selected because of the thermal stabil-

ity of the carbon-to-chlorine and carbon-to-bromine bond. Although such

ethane compounds are molecularly less stable than the methane analogs,

the carbon-to-halogen bonds, which are of primary concern in lubrica-

tion 3 possess greater stability. When CF2CI-CF2CI is heated 3 the first

appearance of molecular degradation occurs in the form of a rupture of

the carbon-to-carbon bond, leaving two symmetrical free radicals CF2CI" .
The nature of the radical is such that the two fluorine atoms exert an

inductive effect on the single chlorine atom; this inductive effect

results in a very stable bond existing between the carbon-to-chlorlne

atoms. In the compound CF2C12, each of the carbon-to-chlorine bonds

requires more energy to rupture than the carbon-to-carbon bond of

CF2CI-CF2CI. However, the carbon-chlorine bond of the radical CF2CI"

offers greater resistance to cleavage than do the bonds in the compound

CF2Cl 2 (ref. 7).

SLIDER MATERIALS

The rider and disk materials used in this investigation, together

with the composition and hardness of each_ are presented in the follow-

ing table. Metals, cermets, and ceramics were used in these experiments.
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Specimen

Metals:
Stellite
Star J

Hastelloy
R-235

Cobalt

Chromium

Cermet s:
K-IV5B a

LT-1B

LT-1

Nominal composition# percent

Fe Co Ni Cr

5.0 43.0 2.5 31.0

i0.0 2.5 66;0 14-17

99+

99+

C Mo

i2.4

0.16! 5.5

7.2 15.0

20.0

41.0

Ceramic:

A1205

aTi and Cb are present as mixed carbides.

W Si

17.0 1.0

1.O

Ti A1203 Others

28.0

Mn,AI, Ti

4.5Cb

19.0 2.0 TiO 2

23.0

99.6

Hardness
at 75° F

Rc 65

Rc 28

_b 68

Ra 84

Rc 50

Rc 57

Mohs 9.0

The hardness of the three general classes of materials varies consider-

ably from the hard ceramics to the soft metals. This difference becomes

even greater at elevated temperatures where metalsj in particular, be-

come subject to thermal softening and hardness values decrease rather

rapidly. The relative differences in hardness can have a profound in-

fluence on the wear of various material combinations. Hardness influ-

ences wear primarily through adhesion or abrasion (both forms of mechan-

ical wear). In this study 3 the wear mechanism of most concern was

corrosion (chemical wear). Since the object herein was to reduce cor-

rosive wear at elevated temperatures_ the good corrosion resistance of

cermets and ceramics made them desirable for use in combination with

metals.

APPARATUS AND PROCEDURE

The apparatus used in this investigation is shown schematically in

figure I. The basic elements of the apparatus consist of a rotating-
I I %

disk specimen _2_-in. diam.) and a stationary hemispherically tipped

rider specimen (5/16-in. rad.).

The disk specimen is rotated by means of a varidrive motor unit

through a gearbox and spindle assembly. The drive shaft enters the

housing of the apparatus through an interlocking labyrinth seal. The

portion of the drive shaft inside the apparatus housing contains a heat

shield and the disk specimen, which is held on the shaft by a lock nut.

A magnetic speed pickup is used to monitor rotative speeds. The disk

specimens were run at surface speeds of 75 to 8000 feet per minute.

i
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The rider specimen is loaded against the disk surface by means of a

retaining arm which is bellows and glmbal mounted to the apparatus. The

load is applied to the arm by means of dead weights. At a right angle to

the cable is a linkage connecting the arm with a straln-gage assembly

for measuring frictional force.

The test specimens are heated by twelve 650-watt cartridge heaters

located in an Inconel housing that fits around the circumferential sur-

face of the disk specimen. The heaters are controlled by a Varlac unit

and a temperature controller. The controller is operated by a thermo-

couple located near the point of disk and rider contact. The apparatus
was operated at temperatures from 75 ° to l_00 ° F.

The experimental gaseous lubricants were supplied, by means of an

Inconel tube, at a rate of 1.0 liter per minute to an Inconel test chamber

(0.7-liter volume) that housed the specimens and heater assembly. Prior

to each run, a 10-minute purge period was employed to expel air from

the system. A gas exhaust tube was used to remove effluent gases. A

face plate containing a quartz window for experimental observation was

bolted to the outer apparatus housing. The heater housing was isolated

by asbestos gaskets to reduce heat transfer to the apparatus walls.

The disk and rider specimens used in the investigation were finish

ground at _ to 8 microinches. Before each experiment the disk and rider

were given the same preparatory treatment. This treatment consisted of:

(1) a thorough rinsing with acetone to remove oll and grease, (2) polish-

ing with moist levlgated alumina on a soft cloth, (3) a thorough rinsing

in tap water followed by distilled water, and (4) a thorough rinsing of

the specimens with absolute ethyl alcohol to remove the water. The

specimens were then stored in a desiccator. For each experiment (data

point) a new set of specimens was used. Some previous work with CF2C12

showed that_ if a run was started with high loads and speeds, surface

failure of the specimens was apt to occur; in accordance, in all experi-

mental runs in this study (except where noted) a run-in procedure was

used. High initial friction and wear can sometimes be attributed to

lack of sufficient time for the formation of a reaction filn_ As a

result it was found that, by incremental loading, a reaction film could

form that markedly reduced the initial high friction and wear. The

run-in procedure employed in the investigation started with an initial

load of 850 grams for a period of 1 minute, then 850 and 1080 grams for

intervals of 1 minute 3 and finally the full 1200-gram load.

RESULTS AND DISCUSSION

The results obtained in some of the experiments with the stable

gas CF2Cl-CFzCI are presented in figure 2; these experiments were on



the friction and wear of Stellite Star J sliding on Stellite Star J at
temperatures to i000° F. Although the friction coefficient was between
0. I and 0.2 over the temperature range, the wear was relatively high at
i000° F. The trend of the wear curve seemsto indicate that Stellite
Star J sliding on Stellite Star J is not a good material combination for
use with CF2CI-CF2CIalthough cobalt alloys usually perform well in com-
bination with chlorine-containing gases.

The increase in wear of the Steilite Star J rider at I000° F can be
attributed to the excessive reactivity of the rider surface with the
halogen-containing gas. The increased reactivity of the rider specimen
is due to the rider specimenbeing in continuous sliding contact while
the disk specimen experiences only intermittent contact. This results
in continuous high temperatures at the rider surface. The high surface
temperature causes excessive reactivity of the rider with active halogen
atoms. Friction and wear experiments were madewith a less reactive
material (the cermet LT-IB) used as the rider material sliding on Stellite
Star J at temperatures to 1200 ° F with CF2CI-CF2CI as the lubricant. The

data obtained are presented in figure 3. The wear decreased from 75 ° to

800 ° F. At 1200 ° F the wear increased rather rapidly. It is interesting

to note that the temperature for onset of prohibitive corrosive wear with

a reactive gas was significantly higher for the cermet-metal than for the

metal-metal combination. The advantage gained by using a cermet can be

seen in a comparison of rider wear in figures 2 and 5. The friction

coefficient for LT-IB sliding on Stellite Star J was 0.2 or less over

the entire temperature range.

Since the rider wear obtained with a cermet rider specimen was less

than that with the metal Star J_ friction and wear experiments were con-

ducted with metals, cermets, and a ceramic sliding on Stellite Star J at

1200 ° F with CF2CI'CF2CI as the lubricant. A comparison of the friction

and wear values obtained is presented in figure _. The wear measurements

made in this study were on the rider, and the values reported do not

reflect the wear to the disk specimen. The relative hardness of cermet

and ceramic rider specimens can plastically deform a softer metal disk

material when these materials are used in combination. In addition to

plastic deformationj the relative nonreactive nature of cermets and

ceramics can result in only the disk material reacting with the halogen-

containing lubricating gas. Still another factor to be considered in

cermet-metal and ceramic-metal combinations is the low thermal conduc-

tivity of cermets and ceramics, which contributes to higher sliding

interface temperatures and greater chemical activity. All of these

factors can have an effect on disk wear. Qualitative data, however_
have indicated that disk wear of Stelllte Star J disks was low at 1200 °

F when run against cermets and ceramics.

The exceptionally good friction and wear properties of Al205 sliding

on Star J at 1200 ° F in a CF2Cl-CF2CI environment indicated that this

!
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combination should be considered over a broad temperature range. Experi-

ments were_ therefore, conducted at temperatures from 75 ° to 1400 ° F

with CF2CI-CF2CI as the lubricant. The friction and wear results ob-

tained in the experiment are presented in figure 5. The friction and

wear properties improved at temperatures above 600 ° F but were satisfac-

tory over the entire temperature range. The rider wear remained low

even at 1400 ° F. The wear of the Stellite Star J disk was low to 1200 °

F. At 1400 ° F the disk specimen began to deform plastically under the

AI203 rider specimen_ and an increase in disk wear was noted.

Because ceramics such as AI20 S have poor thermal conductivit_ the

temperature attained at the sliding interface as a result of frictional

heat may be considerably greater when such a material is used as the

rider. Surface films on the metal should then develop much more rapidly

in metal-ceramic than in metal-metal systems. A special experiment was

run at 800 ° F with AI203 sliding on Stellite Star J with CF2CI-CF2CI as

the lubricant to determine whether surface films form more rapidly in

metal-ceramic than in metal-metal systems. With metal-metal systems a
run-in procedure is normally used to allow for surface-film formation in

order to avert incipient specimen failure. In this particular experiment

the run-in procedure was not used. The friction tracing obtained with

time is presented in figure 6. The initial period of the run shows a

decreasing friction trend during progressive surface-film formation.

After a period of 8 minutes the friction achieved a low value that was

maintained for the remainder of the run. The surface film was formed

without the benefit of a run-in procedure. The surface film was identi-

fied by X-ray analysis as a metal halide.

A comparison of friction coefficient with various temperatures and

sliding velocities was made withal203 sliding on Stellite Star J in a

CF2CI-CF2CI atmosphere. The results presented in figure 7 indicate that

the friction coefficient was 0.2 or less at all temperatures with veloc-

ities above 1600 feet per minute.

The friction coefficient obtained in figure 5 with AI203 sliding on

Stellite Star J in CF2CI-CF2CI was above 0.2 at temperatures to 600 ° F.

In order to reduce the friction at temperatures below 600 ° _ a more

reactive gas; CF2C12, was used with AI203 sliding on Stellite Star J.

Friction and wear experiments were made with CF2CI 2 over the temperature

range of 75 ° to 1400 ° F. The results obtained are presented in figure

8. Some reduction in friction was achieved with CF2CI 2 gas as the lubri-

cant. However, the more reactive nature of CF2CI 2 had the adverse

effect of increasing rider wear above i000 ° F. This effect was not

experienced with CF2CI-CF2CI as the lubricant.
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The thermal stability and lubricating properties of the ethane gas

CF2CI-CF2Cl indicated that the bromine-substituted compound CF2Br-CF2Br

should be considered as a lubricant. Data obtained in reference 3 indi-

cated that the bromine-containing gases CF2Br 2 and CFsBr are good lubri-

cants for nickel-base alloys. Experiments were_ therefore_ conducted

with the nickel-bonded cermet KI75B rider sliding on Hastelloy R-235

rider at temperatures to IA00 ° F with CF2Br-CF2Br as the lubricant. The

results obtained are presented in figure 9. The coefficient of friction

was less than 0.2 over the entire temperature range. The wear data indi-

cate a decreasing trend to 1200 ° F. At 1400 ° F_ the wear increased

rather markedly. This increase was due to a degradation of KI75B in the

halogen atmosphere resulting from a reaction of the halogen gas with the

titanium carbide to form volatile titanium halides and carbon (ref. A).

!
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SUMMARY OF RESULTS

The experimental results obtained in studies of the reduction of

corrosive wear with halogen-containing gas lubricants are summarized as

follows:

i. Low rider wear can be maintained to higher operating temperatures

(above i000 ° F) with reactive-gas lubrication by using less reactive
materials such as cermet-metal and ceramic-metal systems as the lubri-

cated components. For example_ AI203 sliding on Stellite Star J was

effectively lubricated to 1400 ° F by the gas CFBCi-CF2CI. The rider

wear was low to iAO0 ° F. The disk wear was low to 1200 ° F but began to

increase at 1400 ° F because of plastic deformation of the Stellite Star

J by the AI205.

2. The symmetrically substituted ethane compound CF2CI-CF2CI offers

improved chemical and thermal stability over the methane analog CF2C123

thereby contributing less to corrosive wear at extreme temperatures.

lewis Research Center

National Aeronautics and Space Administration

Cleveland_ 0hio_ May 12j 1960
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